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Table 1. Analysis result of Kyung Dong Ceratech Perlite

No. Name of )
Microphotographs Results
samples, samples

Kyung
Dong
None detected
Ceratech

Perlite

Analysis method

- U.S EPA. Method for the Determination of Asbestos in Bulk Building Materials(EPA /
600/R-93-116 July 1993).

- U.S NIOSH. ASBESTOS (bulk) by PLM 9002(NIOSH Manual of Analytical Method
(NMAM), Fourth edition, 8/15/94).
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