Forensic Analytical Laboratories

FINAL REPORT

QUALITATIVE ANALYSIS REPORT

ASBESTOS IN BULK MATERIAL*
Transmission Electron Microscopy*

Client: Kyung Dong Ceratech

Contact; Young-June, Oh Page: 1/1

Address: 828, Gookdang-Ri, Kangdong-Myon Client Number: L1110
Kyeongju-Si, Kyeongbuk Report Number: T018474
South Korea Date Received: 4/30/10 1200

Project: KDC Project Analyst(s): ER

Job ID: PV-10046 Date Analyzed: 5/6/10

P.O. #: Date Reported: 5/6/10

Date collected: 4/29/10

QUALITATIVE RESULTS

Sample No.

Lab Sample #

Result

Kyung Dong Ceratech Perlite

20076007

ND

Mark S. Floyd, Analytical Microscopy Supervisor

* In-house procedure.

** Asbestos types: CH=chrysotile; AM=amosite; CR=crocidolite; AC=actinolite; TR=tremolite; AN=anthophyllite; ND=none detected.

n/a = not analyzed
Samples were received in acceptable condition unless otherwise noted.

Analytical results relate only to the sample(s) tested and are not blank-corrected unless otherwise noted.
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